2006

[84] Ə
N.Guskos, J.Typek,  M.Maryniak, D.G.Paschalidis, E. A. Anagnostakis

Non-radiative processes in rare-earth hydrazone complexes studied by photoacoustic spectroscopy

Spectroscopy Letters, Vol.39, No. 1, pp. 21-28 (2006)

[85] Ə
N. Guskos, V. Likodimos, S. Glenis, J. Typek, M. Maryniak, Z.Roslaniec, M. Baran, R. Szymczak, D. Petridis, and M. Kwiatkowska

Matrix effects on the magnetic properties of (-Fe2O3 nanoparticles dispersed in a multiblock copolymer

Journal of Applied Physics, Vol.  99, p. 084307-1-7(2006)
[86] Ə
A.Beskrovnyy, N.Guskos, J.Typek, N.Yu.Rabova, A.Taber-Blonska, G.Zolnierkiewicz

Crystal structure of Mg3Fe4V6O24 studied by neutron diffraction

Reviews on Advanced Materials Science, Vol.  12, pp. 166-171 (2006)

[87] Ə
J. Typek, N. Guskos

Magnetic low dimensional effects in (Dy0.375Y0.625)2Cu2O5 studied by ESR spectroscopy

Reviews on Advanced Materials Science, Vol. 12, pp. 106-111 (2006)

[88] Ə
G. Zolnierkiewicz, N. Guskos, J. Typek, and E. Tomaszewicz

EPR study of three gadolinium(III) tungstates 

Reviews on Advanced Materials Science, Vol. 12, pp.178-181 (2006)

[89] Ə
M. Maryniak, N. Guskos, J. Typek, I. Kucharewicz, U. Narkiewicz, Z. Rosłaniec, M. Kwiatkowska, W. Arabczyk, and K. Aidinis

FMR study of polymer composites with nanocrystalline iron-carbon fillers

Reviews on Advanced Materials Science, Vol.  12, pp. 200-205 (2006)

[90] Ə
Guskos , J. Typek, T. Bodziony , Z. Roslaniec, U. Narkiewicz, M. Kwiatkowska and M. Maryniak

Temperature dependence of FMR field of magnetic nanoparticles/polymer composite

Reviews on Advanced Materials Science, Vol.  12, pp. 133-138 (2006)

[91] Ə
N.Guskos , J. Typek, J. Majszczyk, M. Maryniak, D. Paschalidis

A new, strong absorption at 715 nm observed in photoacoustic spectrum of Er(III)-hydrazone complex

Reviews on Advanced Materials Science, Vol. 12, pp.59-62 (2006)

[92] Ə
G. Zolnierkiewicz , N. Guskos, J. Typek, and A. Blonska-Tabero

Competing magnetic interactions in Zn3Fe4V6O24 studied by electron paramagnetic resonance
Acta Physica Pol. A, Vol.  109, pp.675-679 (2006)

[93] Ə
G. Leniec, S.M. Kaczmarek, J. Typek, B. Kołodziej, E. Grech, W. Schilf

Spectroscopic and magnetic properties of a gadolinium macrobicyclic complex

J. Phys.: Condens. Matter, Vol.  18 (2006), pp.9871-9880

[94] Ə
J. Typek,  N.Guskos

ESR study of spin dynamics in (Er0.5Y0.5)2Cu2O5 solid solution

Materials Science - Poland, Vol. 24, No. 4. pp. 901-912, (2006)

[95] Ə
S. Marczynski, J. Typek, N. Guskos, E. Grech, and  B. Kolodziej

Electron spin resonance study of copper(II) hydrogenmalonate dihydrate complex

Materials Science - Poland, Vol. 24, No. 4. pp. 1077-1085 (2006)

[96] Ə
S. Marczynski, N. Guskos, J. Typek,  B. Kolodziej,  E. Grech

Magnetic ordering process in manganese (II) di(hydrogen malonate) dihydrate complex

Materials Science - Poland, Vol. 24, No. 4. pp. 1139-1144 (2006)

[97] Ə
N.Guskos, J.Typek, M.Maryniak, G.Zolnierkiewicz, M.Podsiadly, W.Arabczyk, Z.Lendzion-Bieluń and U. Narkiewicz

Effect of calcination and structural additives on EPR spectra of nanocrystalline cobalt oxides

Materials Science - Poland, Vol. 24, No. 4. pp. 1095-1102 (2006)

[98] Ə
U. Narkiewicz, W.Arabczyk, I. Kucharewicz , N.Guskos, J. Typek,  M. Maryniak, and K.J. Kurzydlowski

FMR study of nanocarbon materials obtained by carburization of nanocrystalline iron
Materials Science - Poland, Vol. 24, No. 4. pp. 1067-1075  (2006)

[99] Ə
N.Guskos, J.Typek, G. Zolnierkiewicz, A.Blonska-Tabero, S.Los, and W.Kempinski
Effects of thermal annealing on magnetic properties of Ni2FeV3O11-( compound

Materials Science - Poland, Vol. 24, No. 4. pp. 983-990 (2006)

[100] Ə
Zolnierkiewicz, G.; Guskos, N.; Typek, J.; Blonska-Tabero, A.

EPR and TGA study of two Zn3Fe4V6O24−x samples prepared by different thermal treatments 
Journal of Non-Crystalline Solids, Vol. 352, No. 40-41, pp. 4362-4365 (2006)

[101] Ə
Guskos, N.; Likodimos, V.; Typek, J.; Zolnierkiewicz, G.; Szymczak, R.; Blonska-Tabero, A. 

Magnetic properties of the Mg2FeV3O11−x site-disordered vanadate
Journal of Non-Crystalline Solids, Vol. 352, No. 40-41, pp. 4179-82 (2006)

[102] Ə
Guskos, N.; Likodimos, V.; Typek, J.; Zolnierkiewicz, G.; Blonska-Tabero, A.

EPR study of disorder processes in the ternary vanadate Zn2FeV3O11−x compound 
Journal of Non-Crystalline Solids, Vol. 352, No. 40-41, pp. 4250-4254 (2006)

[103] Ə
Majszczyk,J.; Guskos,N.; Typek,J.; Likodimos,V.; Maryniak,M.; Roslaniec,Z.; Kwiatkowska,M

The influence of low-concentration γ-Fe2O3 magnetic nanoparticles in a poly(ether–b–ester) copolymer matrix on interfacial polarization and glass transition 

Journal of Non-Crystalline Solids, Vol. 352, No. 40-41, pp. 4279-4282 (2006)

